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Measurement Details

Sample Name: SilverNano-3 4 Temperature (°C):  26.0
Dispersant Name: Water Number of Runs: 13

Viscosity (cP): 0.8666 Duration (s): 10

Dispersant Rl:  1.330 Attenuator: 10

Count Rate (kcps):  297.1
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Result quality : Good

Size Distribution by Intensity

Multimodal Intensity Distribution
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Size Distribution by Volume

Multimodal Volume Distribution
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Size Distribution by Number

Multimodal Number Distribution
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