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Order ####

Lot Number Product
Dilution 

Factor

Measured 

Endotoxin Conc. 

(EU/mL)

 Dilution-

Corrected 

Endotoxin Conc. 

(EU/mL)

Silver Nano-2 10nm Ag PVP 1:500 0.0003735* 0.187*

Endotoxin Report: Silver Nanoparticles

Silver Nano-1 80nm Ag PVP 1:300 0.001347 0.4045

Endotoxin Assay:  Pyros Kinetix® Flex 64 Incubating Kinetic Tube Reader 
Assay Type:   Turbidimetric         
Temperature of Assay:  37oC 
Assay Measurement Wavelength: 660nm 
Assay Protocol Origin: http://ncl.cancer.gov/working_assay-cascade_download.asp?method=STE-
1.2&methodName=Kinetic%20Turbidity%20LAL%20Assay  

Characterization Instrumentation 

*Measured endotoxin concentration is outside the range of standards.  Result obtained by 
extrapolating from the standard curve regression plot 
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