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Lot: Silver Nano-1

TEM Characterization: Silver Nano-1

Diameter (TEM): 33.7 nm
First Standard Deviation: 5.9 nm
Coefficient of Variation: 17.6 %
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Characterization Instrumentation

Diameter and Size Statistics: JEOL 1010 Transmission Electron Microscope
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